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segregation
in polymers

The rejection of a fraction of macromolecules, or of impurities, or both, from
growing crystals. The rejected macromolecules are usually those of insufficient relative
molecular mass, or differing in constitution or configuration (e.g. branching, tacticity,
etc.).
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