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environmental stress cracking
Cracking caused by the combined actions of (i) mechanical stress and (ii) chemical
agents or radiation or both.

Source:
PAC, 1996, 68, 2313 (Definitions of terms relating to degradation, aging, and related
chemical transformations of polymers (IUPAC Recommendations 1996))  on page 2318
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